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以下測试操品俵由車請廠商所提供及五認(The folio胃ing sample(s) was/were submitted and identified by/on 
behalf of the applicant as) : 

送楳瘢商(Sample Submitted By) 
楳品名稍(Sample Description) 
樣品材價(Sample Material) 
收件a翔(Sample Receiving Date) 

測试期間(Testing Period) 

澍试鑄果(Test Results) 

： 
: BIODEGRADABLE BAMBOO FIBER STRAW (可分鮮竹纖維吸子）

： 竹纖維t澱粉(BAMBOO FIBER+STARCH) 
: 2018/06/28 
: 2018/06/28 TO 2018/07/06 

請參間下 一頁(Please refer to following pages). 

Mom國, oftho SGS G,oop 
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測试桔杲(T��t R���It�) 

測試部位(PART NAME)No. I 淡棕色吸箜(LT. BROWN STRAW) 

測试項目 温度 測试方法(Test Items) (Tempe
C
r

C
a
) 
ture) (Test llethod) 

耐冷測試I Cold-Resistance -20 I. 將環塊试撿機温度調整至-2o·c並等待
温度穩定• I Set the chamber at the 
temperature of -20°Cunttl 
stabi l izat10n. 
2. 將樣品放入環境試撿機並維持1小時·
/ PI ace the samp I e in to the chamber 
for I hours. 
3. 取出樣品並使楳品平衡至室溫。 ／
Take out the sample on the table 
then balance to room temperature. 
4. 目視檢査楳品有無變形或損壞等現象
並記錄任何怪現。 I Vi sua I check the 
sample whether damage or not by 
vi sua I check and record any 
findings. 
5. 試驗炆僙： KSON/THS-D6T-150. I 
Test Equipment: KSON/THS-G6T-150。

備註(Note) : 
I. 此項目轉包子雜衍實撿室進行測试．
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鑄杲(Result)

No.1 

試驗後目視襯察，樣品無明
顯變形或裂痕等現象。 ／

No visual deform or 
crack was found after 

testing. 
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＊照片十如有箭頭標示，JI! 表示為T際撿測之操品／鄣位． ＊

(The tested sample / part is marked by an arrow if it's shown on the photo.) 
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＊＊赧告緒尾(End of Report) **
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